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We have studied the photoresponse �transmission and photoconductivity of Corbino-shaped devices� of
structures with InSb quantum wells �AlInSb barriers�. To characterize the devices, the Shubnikov-de Haas
�SdH� effect up to magnetic fields B of 7 T and current-voltage �I-V� characteristics at various magnetic fields
were measured. Some of the samples showed clearly resolvable SdH oscillations. The I-V curves showed
pronounced nonlinearities. The phototransmission and the photoconductivity at various terahertz �THz� fre-
quencies were measured around 2.5 THz generated by a p-Ge laser. From the cyclotron resonance �transmis-
sion measurements� we deduced a cyclotron mass of 0.022m0. We also performed photoconductivity measure-
ments on Corbino-shaped devices in the THz frequency range. Oscillations of the photoconductivity with
maxima near the minima of the conductivity in the dark were observed. Thus, these devices are potentially
suitable for the detection of THz radiation.
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I. INTRODUCTION

The terahertz �THz� spectral range is very interesting for
both fundamental physics and for applications such as active
explosive detection, medical imaging of dry samples, and
high bandwidth communication networks. However, it is
rather complicated to generate and to transmit and detect
electromagnetic waves of wavelengths around 150 �m �fre-
quencies around 2 THz�. These waves occur in the spectral
range of far infrared radiation which is typical for blackbody
emitters held at temperatures of about 30 K. It is difficult to
generate the corresponding high frequencies electronically.
Moreover, the optical generation of wavelengths longer than
100 �m is problematic. It is difficult to transfer waves of
��150 �m into atmospheric air. This is because atmo-
spheric air contains water �H2O� and carbon dioxide �CO2�.
These molecules possess energy levels due to bond rotation
which are spaced energetically such that waves of �
�150 �m are strongly absorbed. The detection of THz
waves is also rather complicated, in particular, if simulta-
neously a high sensitivity and a spectral selectivity of the
detecting system are required. For the generation of THz
waves we use a p-Ge laser system.1,2 Our laser is continu-
ously tunable in the wavelength range 120���180 �m,3

by the magnetic field on the Ge crystal.
The monochromatic THz radiation is transferred to our

samples via a 0.32 m long brass waveguide immersed in
liquid helium. The sample under investigation is placed at
the end of the waveguide and in the center of a second su-
perconducting coil which can generate magnetic fields �B�
up to 12 T �see Refs. 3 and 4�. We use quantum-Hall �QH�
detectors3 of various materials3,4 for the detection of the THz
radiation. These QH detectors are simultaneously fast �re-
sponse times less than 10 ns are achievable� and spectrally
sensitive.3 In this study we present observations of the pho-
toresponse �PR� obtained at samples made from wafers with

InSb quantum wells �QWs� embedded in barriers of AlInSb.
We observed the cyclotron resonance �CR� of electrons in
these wafers by the measurement of the transmission of THz
waves through the sample as a function of the magnetic field
B applied perpendicular to the wafer �Faraday configuration�.
Further, we measured the photoconductivity �PC� in
Corbino-shaped devices made from the AlInSb/InSb/AlInSb
wafers. To perform these measurements at appropriate values
of B and of the source-drain voltage VSD applied to these
devices we measured the Shubnikov-de Haas �SdH� effect
and �at certain B values� the current-voltage characteristics
�ISD-VSD curves� in advance.

II. EXPERIMENTAL DETAILS

In this study we present magnetotransport and magneto-
optical data obtained in the magnetic field range 0�B
�7 T at QH detectors patterned as Corbino rings on
AlxIn1−xSb / InSb /AlxIn1−xSb quantum-well wafers using a
Ge detector. The transmission measurements were made on
unpatterned squares of about 4�4 mm2 pieces of the wa-
fers. The InSb /AlxIn1−xSb heterostructures were grown by
solid source molecular-beam epitaxy onto GaAs substrates.
In growth order the structure consists of an accommodation
layer to lattice match to a 3 �m Al0.10In0.90Sb buffer, a 30
nm InSb QW and a 70 nm Al0.15In0.85Sb top cap. Tellurium
�Te� delta doping is incorporated into the top cap at a dis-
tance of 25 nm from the top of the QW.

From the magnetotransport data �SdH effect, see Fig. 1�
we obtained an electron density of ns=2.8�1015 m−2 and an
electron mobility of �=4.2 m2 V−1 s−1.

At various magnetic fields corresponding to SdH minima
we also measured current-voltage �I-V� characteristics of our
Corbino samples. At a magnetic field of B=6 T we observed
a pronounced nonlinearity in the I-V curve in one of our
samples �see inset of Fig. 1�. Therefore, the sample investi-
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gated appeared suitable as a QH detector for THz waves.
With this sample, we studied the photoconductivity as a
function of B at various frequencies around 2.5 THz �corre-
sponding to a photon energy interval of 9.46�Eph
�10.30 meV, see Fig. 3�a��. The Ohmic contacts of the
samples were annealed at two different temperatures of
Tanneal=420 and of 520 K. For both types of samples photo-
conductivity signals were observable. However, for samples
prepared using Tanneal=520 K, far higher values of the pho-
toconductivity were measured for corresponding devices pat-
terned in the Corbino geometry. An annealing temperature of
Tanneal=420 K was applied first to avoid thermally induced
decompositions of the devices. We found far better contact
properties for Tanneal=520 K and no decomposition effects
in the devices prepared using the higher annealing tempera-
ture.

III. EXPERIMENTAL INVESTIGATIONS

In Fig. 1 we show a SdH curve �0�B�7 T� for the
AlInSb/InSb/AlInSb quantum well sample prepared using an
annealing temperature of Tanneal=420 K. The inset shows
I-V curves �ISD versus VSD� measured at different magnetic
fields corresponding to minimum values of the conductivity
�xx of the SdH curve. All these ISD-VSD curves are nonlinear.
The most pronounced nonlinearity was observed at B
=6.0 T corresponding to a filling factor of �=2. The de-
crease in �xx with increasing magnetic field is typical for
samples having a Corbino shape.

For samples with Ohmic contacts prepared with an an-
nealing temperature of Tanneal=520 K a larger signal of the
photoconductivity signal was observable. To determine the
value of the cyclotron mass mc, we performed transmission

measurements using the radiation of the p-Ge laser with dif-
ferent photon energies in the range 9.46�Eph�10.30 meV
�see inset of Fig. 2�. For a photon energy of Eph
=9.68 meV �see Fig. 2� the transmission signal �measured
with a Ge detector� as a function of the magnetic field B
applied perpendicular to the wafer �Faraday configuration� is
presented. The minimum value of the transmission was ob-
served at B=1.85 T, corresponding to a cyclotron mass of
mc=0.0218m0. A reference measurement was done using the
same Ge detector but with no sample present. From the en-
ergy dependence of the CR minimum we deduced mc
= �0.0218�0.0003�m0. In Fig. 3�a� the PC measured within
magnetic field range 1.2�B�3.0 T is displayed in relation
to the SdH curve �xx�B� for various photon energies of
9.46�Eph�10.30 meV. The PC is oscillating with increas-
ing B having a maximum when �xx�B� has a minimum. This
is qualitatively similar to our earlier observations.3 In Fig.
3�b� the photoconductivity for magnetic fields 1.0�B
�2.5 T in the range of laser energies 8.8�Elaser
�10.30 meV is shown in a colored plot in comparison to
the CR, measured by the transmission of THz waves through
the samples in the energy range 8.8�Elaser�10.30 meV.
The white line shows the position of the CR in the magnetic
field as a function of the radiation energy Elaser for mc
=0.022m0. From Fig. 3�b� it is obvious that regions where
CR and where bolometric PC can be observed are different.
Whereas the bolometric PC is dominant at the SdH minima,
the CR shows a linear increase in the position of the CR in
the magnetic field as a function of the radiation energy Elaser,
dominantly at magnetic field values where SdH maxima can
be observed. Thus, both the CR and the bolometric PC can
be observed in the InSb quantum well samples in separate
regions of the magnetic field B. The filling factors for which
the bolometric PC is clearly visible correspond to spin gaps
at �=5 and �=7, and to cyclotron gaps at �=6 and �=8.
Nevertheless, the PC for different values of Eph behaves
qualitatively similar.

In a previous paper we have explained the double-peak
structure of 	�xx�B� of the nonresonant PR.4 Due to the heat-
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FIG. 1. Magnetoconductivity �xx�B� for magnetic fields up to 7
T for a AlInSb/InSb/AlInSb quantum well sample. SdH oscillations
are visible for B
1 T. The quantum numbers and the spin orien-
tations corresponding to the SdH maxima are shown. The inset
shows ISD-VSD curves measured at various SdH minima �at B
=1.85 T �solid line�, B=2.86 T �dashed line�, B=3.88 T �dotted
line�, and B=6.0 T �dash-dotted line��.
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FIG. 2. �Color online� Transmission signal measured at a
4�4 mm2 square of the wafer at B=1.85 T ��=6� at a photon
energy Eph=9.68 meV of the p-Ge laser. The inset shows the mag-
netic field position of the resonance minimum as a function of the
laser energy in the range of 9.46�Eph�10.48 meV. This depen-
dence is linear yielding a cyclotron mass of mc

= �0.0218�0.0003�m0 �see the text�. The magnetic field B is ap-
plied perpendicular to the wafer �corresponding to the Faraday
configuration�.
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ing of the two-dimensional electron system �2DES� maxima
of the nonresonant PR develop at the flanks of the QH pla-
teaus. At higher values of the electrical pre-excitation of the
2DES these two maxima merge and finally become one peak.
This development occurs simultaneously with the reduction
in width of the QH plateau at higher electrical excitation.
The reduction in the magnetic field B �with subsequent in-
crease in the filling factor �� has a similar effect. As shown in
Fig. 3�a�, the PR maxima observed at higher � �for �
6�
possess a singular peak shape. This is due to the reduced
cyclotron or spin energy gap at lower B values.

From the transmission measurements, a cyclotron mass
according to

Eph = �
eBres

mc
�1�

�Bres: magnetic field at which the transmission signal is at its
minimum� of mc=0.022m0 is deduced. This value was con-
firmed by further transmission measurements at different en-
ergies �see the inset in Fig. 2, yielding mc= �0.0218

�0.0003�m0�. This is a value larger than the effective mass
at the band edge of InSb, m�=0.0139m0.5 The enhancement
is due to the nonparabolicity of the band structure of InSb.
The effective mass of the first subband level is already
slightly enhanced due to its elevated energy value with re-
spect to the band edge. Taking the conduction-band energy
profile and the corresponding calculated wave function �see
Fig. 4�, we can estimate that most of the electrons belonging
to the lowest subband possess an energy of 18 meV elevated
above the edge of the conduction band. In a two-band ap-
proach describing the nonparabolicity of the band structure
of InSb,

m�E� = m��1 +
�E

Eg
� �2�

��=2 for a two-band approximation derived from the Kane
model6 for the nonparabolic band structure of InSb: Eg is the
band-gap energy of 240 meV at low temperatures in InSb�,
we obtain an effective mass of m�E=18 meV�=0.0159m0 at
the energy of the ground-state subband. Using this value and
Eq. �2�, we obtain a Fermi energy EF=45 meV above this
subband energy from mc=0.022m0 �see Fig. 2�. This position
of the Fermi energy can be compared to the value obtained
from the electron density deduced from a SdH measurement.
Assuming an energy dependence of the mass according to
Eq. �2�, the relation between the electron density ns and the
Fermi energy EF is

ns = �
0

EF

D�E�dE =
1

�2�
0

EF

m�E�dE �3�

�D: density of states, energy of the ground subband is set to
zero�. With Eq. �3� and ns=2.8�1015 m−2 as determined
from the period of the SdH oscillation we get EF=34 meV.
This is in a reasonable agreement with the value obtained
from the transmission measurement. The agreement is, in
particular, remarkable in view of the simple two-band model
approximation used for these calculations. As the Fermi en-
ergy EF has a maximum position of 45 meV above the
ground subband, EF is located below the next subband which
lies at 50 meV above the ground subband. This explains our
observation of only one oscillation period in the SdH trace
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FIG. 3. �Color online� �a� PC �dotted� and the SdH curve �xx�B�
for 0.5�B�3.5 T. �b� Photoconductivity for magnetic fields 1.0
�B�2.5 T in the range of laser energies 8.8�Elaser

�10.30 meV in a colored plot �red �dark-gray� high PC, green
�light gray� low PC� and the measurements of the cyclotron reso-
nance, �CR, black squares, measured by the transmission of THz
waves through the samples in the energy range 8.8�Elaser

�10.2 meV. The white line shows the position of the CR in the
magnetic field as a function of the radiation energy Elaser for mc

=0.022m0, see the text�.
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FIG. 4. �Color online� Spatial band scheme and the scheme of
the corresponding wave function for the AlInSb/InSb/AlInSb quan-
tum well structure used in this study.
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�see Fig. 1�. However, it is conceivable that the SdH oscilla-
tions of a higher subband are not resolvable if the population
of this subband is lower than the one of the ground-state
subband. This is particularly true for the case where the os-
cillations of a higher subband are visible at lower magnetic
fields than those belonging to the ground-state subband. If
we apply the value of �=1.16 in Eq. �2� �see Ref. 7�, we
obtain a different set of data. First, the effective mass at the
band edge of the ground subband mgse is reduced in that case
to a value of mgse=0.0151m0. Accordingly, the difference
between the positions of the Fermi energy and the ground
subband is EF−Es0=85 meV. Using the value of �=1.16,
Eq. �3� than yields EF−Es0=37 meV. Thus, our results are
better explained with �=2. It should be noted here that our
experiments differ from those of the study7 in at least two
aspects: first, the pulse energy of our laser is by several or-
ders of magnitude higher than that of the radiation applied in
the Fourier-transform spectrometer used in Ref. 7, and sec-
ond, the energies relevant in Ref. 7 are above 22 meV and
around 10 meV in this study. Nevertheless at magnetic fields
of B�2 T the cyclotron masses presented in Ref. 7 are com-
parable to the value we measure.

Consequently, the devices made from the wafers with
InSb quantum wells are promising for an application as THz
detector applications and for the investigation of optically
induced spin effects. Further, the basic physical mechanisms
of the interaction of THz radiation with the electrons residing
in the 2DES of the wafers investigated are of great interest.

IV. SUMMARY

We have investigated the SdH effect, the current-voltage
�ISD-VSD� characteristics, the THz transmission, and the THz

photoconductivity of various devices patterned on AlInSb/
InSb/AlInSb quantum well wafers. From the SdH curves, the
electron density and the mobility of the electrons in the
quantum well were deduced. At various magnetic fields B
corresponding to the SdH minima, the I-V curves showed
nonlinearities. Consequently, photoconductivity measure-
ments at appropriate electrical bias values were performed
exposing the samples to THz pulses from a p-Ge laser. For
samples with contacts produced at a sufficiently high anneal-
ing temperature, an oscillating photoconductivity with maxi-
mum values at magnetic fields where the conductivity �mea-
sured in the dark� shows minimum values is observed.
Photoconductivity signals are observable for even and for
odd filling factors. These results are interesting for under-
standing the basic physics of the interaction of a 2DES and
THz radiation and for the application of InSb-based devices
as THz detectors.

The radiation of the Ge laser was also used for transmis-
sion investigations. At a filling factor of �=6 the cyclotron
resonance was clearly observable. The cyclotron mass ob-
tained from these measurements is in agreement with the
value to be expected from the electron density deduced from
SdH data in a two-band approach deduced from the Kane
model for the nonparabolic band structure of InSb.
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