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Measurement of true spontaneous emission spectra from the facet of diode
laser structures
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Measurement of the spontaneous emission and gain spectra provides a complete characterization of
a semiconductor gain medium, however, this requires the observation of emission in two directions
to avoid amplification of the spontaneous emission spectrum. We show that both the gain spectrum
and the true spontaneous emission spectrum can be obtained from amplified spontaneous emission
~ASE! spectra measured from the end of a segmented-contact device. The spontaneous emission
spectra agree with spectra measured through a top contact window. If the carrier populations are
fully inverted at low photon energy, it is possible to convert the ASE-derived spontaneous emission
into real units. ©2002 American Institute of Physics.@DOI: 10.1063/1.1428774#
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The true, unamplified spontaneous emission spect
emitted under high injection conditions has long been use
gain insight into the behavior of semiconductor las
structures.1–3 This spectrum reveals the energy distributi
of injected carriers and the area under the spectrum prov
a measure of the intrinsic radiative current. To determine
spontaneous emission spectrum directly, a geometry mus
used which avoids amplification or absorption of the em
sion by observation through a top-contact window,2 through
the substrate~if transparent to the emission!, or through the
side of a narrow buried heterostructure or mesa device.1 If it
is justified to assume that at high injection the carriers t
up thermal Fermi–Dirac energy distributions, and if t
quasi Fermi level separation can be measured, then it is
sible to transform the emission spectrum to a gain spect
and determine the intrinsic gain-current relation.1,2 However,
this process is critically dependent upon the accuracy of
Fermi level measurement and the transformation may
modified by broadening processes.4 It is often preferred to
measure optical gain by more direct methods based on an
sis of the amplified spontaneous emission~ASE! emerging
from the end of the device, for example by measuremen
the amplitude of the longitudinal modes5 or by a single-pass
stripe length method.6,7 A complete characterization of th
semiconductor gain medium therefore requires a comb
tion of techniques for measurement of spontaneous emis
and for measurement of optical gain. This has been d
using end and window emission spectra8 or by fabricating a
segmented contact structure for a single-pass gain mea
ment with a window in the top-contact stripe for observati
of spontaneous emission.9

These approaches require the fabrication of a comp
structure9 and observation of emission from the device
two different directions.8,9 Furthermore, the gain and spont
neous emission spectra are obtained from observation
different regions of the sample. In this letter, we show t
the gain and true spontaneous emission spectrum can b
tained by analysis of single-pass ASE spectra measured
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the facet of a segmented-contact device for two str
lengths. We confirm the validity of the process by a compa
son of the derived spontaneous emission spectrum with
observed through a top-contact window. We show that
derived spontaneous emission can be expressed in real
if the carrier populations are fully inverted at low photo
energy.

The experiments were carried out on a 50mm-wide,
stripe-geometry laser structure consisting of a 68 Å w
compressively strained Ga0.41In0.59P quantum well within
an (Al0.5Ga0.5)0.51In0.49P waveguide core and
(Al0.7Ga0.3)0.51In0.49P cladding. A 10° angled facet was pro
vided by misorientation from the~100! axis towards the
~111A! direction of the substrate which, together with a 9
mm-long passive section at the rear of the device, inhibi
round-trip amplification. Two electrically isolated conta
segments were produced by etching through the top g
contact and the GaAs capping layer so that ASE could
measured from the end of the device from active lengths
300 mm (L) and 600mm (2L) as shown in Fig. 1. A 4
mm34 mm window was etched in the top contact of ea

FIG. 1. Inset illustrates the segmented contact device with a window in
top contact for direct observation of the unamplified spontaneous emis
spectrum. Spectra are shown for~1! the true spontaneous emission observ
through the window, and amplified spontaneous emission spectra obse
from the facet for lengths 2L ~2! andL ~3!. Spectra~2! and ~3! are in the
same arbitrary units, but are not on the same scale as~1!. All spectra were
measured at the same current density.
© 2002 American Institute of Physics
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segment for measurement of the true spontaneous emis
spectrum. Measurements were done at room temperature
low duty cycle of 0.03%.

The ASE intensityI ( l ) from the end of a pumped strip
of length l originating from point-source spontaneous em
sion spectraI spon distributed uniformly along the stripe is7

I ~ l !5
I spon$exp@~G2a i !l #21%

G2a i
, ~1!

where (G2a i) is the net modal gain. Equation~1! can be
fitted to data forI ( l ) for a range of pumped lengths,10 how-
ever it is possible to extractI spon andG from measurements
on only two lengths using simple expressions. If the cont
segments are of equal length and we denote the ASE f
the two stripe lengthsl 5L and l 52L as I 5I L and I 5I 2L ,
respectively, then we can derive the net modal gain as7

G2a i5
1

L
lnF I 2L

I L
21G , ~2!

and the true spontaneous emission spectrum as

I spon5
1

L
lnF I 2L

I L
21G I L

2

~ I 2L22I L!
. ~3!

In this analysis,I sponis that part of the spontaneous emissi
which is coupled into the modes for which the ASE is o
served from the facet and formally it has units of rate per u
energy interval per unit width observed emitted into a giv
mode. The gain is obtained in absolute units~number per
unit length! whereas themeasuredspontaneous emissio
@Eq. ~3!# is in the arbitrary units ofI L , I 2L divided by length.
Equations~2! and ~3! show that the gain and spontaneo
emission spectra can both be obtained from measuremen
the end emission for two stripe lengthsI L and I 2L .

The spectra in Fig. 1 show examples of the primary o
servations. The true spontaneous emission spectrum~curve
‘‘1’’ ! was measured through the top window and ASE spe
for the two pumped lengths~‘‘2’’ I 2L and ‘‘3’’ I L! were mea-
sured from the end facet, for the same injection current
transverse electric~TE! polarization corresponding to th
window emission. The true spontaneous emission spe
I spon were obtained from pairs of ASE spectra using Eq.~3!,
and in Fig. 2 the results~dots! are compared with measure

FIG. 2. Comparison of the true spontaneous emission measured throug
top window ~lines! and the spontaneous emission spectrum obtained f
the ASE spectrum~symbols! on a linear scale. To facilitate the compariso
the scale for the spontaneous emission derived from the ASE has
chosen such that its peak value matches that of the window emission.
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ments through a single top-contact window~lines! for a
range of drive currents. Both sets of spectra are in differ
arbitrary units and the scale for the spontaneous emis
derived from the ASE has been chosen such that its p
value matches that of the window emission to facilitate co
parison. Agreement is generally good confirming the use
Eq. ~3! to obtain the spontaneous emission spectrum fr
the ASE emitted from the end of the device.

The ratio of the local gain,g, to the TE polarized emis-
sion rate,Rspon~in real units!, at any photon energy,Ehn , can
be written9

S g

Rspon
D5

3p2\3c2

2n2Ehn
2 PF ~4!

The inversion factorPF depends solely on the occupatio
probabilities for the initial and final states of the transition,f i

and f f , respectively,

PF5
f i2 f f

f i~12 f f !
. ~5!

The occupation probabilities in Eq.~5! are not predeter-
mined, however, for the particular case of Fermi–Dirac d
tributions, Eq.~5! becomes9

PF5F12expS Ehn2DEf

kT D G , ~6!

whereDEf is the Fermi level separation.
Using data forG obtained from ASE data by Eq.~2!, we

obtained the modal lossa i from the asymptotic value of ne
gain at low photon energy7 giving a i51062 cm21. Using
data forI spon obtained from ASE data via Eq.~3!, we calcu-
lated values forPF from the ratio of measuredG and I spon

PF5
1

C

1

G S 2Ehn
2 n2

3p2\3c2D F G

I spon
G . ~7!

The modal gain measured experimentally is related to
local gain in Eq.~4! by the relationG5Gg whereG is the
optical confinement factor which was calculated for t
structure.C is a scaling factor which takes account of th
arbitrary units ofI sponand the coupling into the guided mod

Rspon5CIspon, ~8!

and was chosen such that the experimental data forPF is
unity at low photon energy corresponding to complete inv
sion of the population~f i51 andf f50!. The results in Fig. 3
show that the form of the experimental data forPF corre-
sponds to that predicted for thermal Fermi–Dirac distrib
tions ~lines!. The quasi-Fermi level separation used in t
calculation ofPF was determined for each of the gain curv
as the photon energy at the transparency point. The scatt
low photon energy arises from scatter in the data for net g
which is derived from the ratio of low-level light signals@Eq.
~2!#. The experimental data used in Fig. 3 has been deri
entirely from end-emitted spectra. Once the factorC is
known it can be used to convert the spontaneous emis
spectra obtained from the end emission into real units.

Using this factor, the area under the spectrum in Fig
for the highest current gives a TE spontaneous emission
rent of 510 A cm22. Verified calculations10,11 show that at
this gain the transverse magnetic~TM! current is 0.27 of the
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 This a
TE current for this structure so the total radiative curren
650 A cm22. The drive current density is 1875 A cm22, de-
rived for a pumped width of 80mm due to current spreading
obtained by observation of the facet. This implies an ove
quantum efficiency, due to non-radiative recombination a
carrier leakage, of 35%.

As explained,C has been determined assuming that
carrier distributions are fully inverted at low photon energ
@Eq. ~5!#, however this does not require that the distributio
are thermal at all energies. The fact that the experime
data forPF is constant at low energy is a good indication th
full inversion has been achieved, irrespective of the form
PF at higher energies. It is also possible to determine
scaling factor by converting the spontaneous emission
gain using the thermodynamic relationship then adjustingC
to obtain agreement with the gain measured directly,1,2 how-
ever, this requires that the distributions are thermal at
energies across the spectrum.

We have shown that it is possible to obtain both the g
spectrum and the true spontaneous emission spectrum

FIG. 3. Inversion functionPF obtained from the ratio ofG and I spon deter-
mined from experimental ASE spectra~symbols!. The scaling factorC was
chosen such thatPF is unity at low photon energy. The lines show values
PF calculated for a Fermi–Dirac distribution.
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single-pass measurements of ASE spectra measured from
end of a segmented-contact device. The spontaneous e
sion spectra agree with spectra measured through a
contact window. These data derived from the ASE spec
can be used to study the energy distributions of the carr
and if the carrier populations are fully inverted at low phot
energy it is possible to convert the measured spontane
emission spectra into real units. In effect, the method c
rects for the amplification of the spontaneous emission wh
occurs as the light travels along the waveguide. The emis
and gain are measured from the same volume of the de
and the device processing is much simpler. We note also
the method described can also be used to determine the s
taneous emission spectrum for TM polarized light by obs
vation of TM ASE spectra.

The authors thank Scott Corzine for stimulating discu
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