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The electron-phonon relaxation time in thin superconducting titanium

nitride films
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We report on the direct measurement of the electron-phonon relaxation time, Teps, in disordered
TiN films. Measured values of 7., are from 5.5ns to 88 ns in the 4.2 to 1.7K temperature range

and consistent with a T3

temperature dependence. The electronic density of states at the Fermi

level N is estimated from measured material parameters. The presented results confirm that thin
TiN films are promising candidate-materials for ultrasensitive superconducting detectors. © 2013
AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4851235]

For several decades, titanium nitride (TiN) has been the
subject of active research. It has a number of attractive
properties such as ultra-high hardness, high wear- and
corrosion-resistance, mechanical robustness and high thermal
conductivity. All of these make them also suitable for use in
nanoscale structures. Bulk TiN material is a superconductor
with a transition temperature below 6 K.' Experiments have
demonstrated that the critical temperature of thin TiN films
decreases with decreasing thickness, i.e., with increase of the
sheet resistance (in the normal state).>> Furthermore, the crit-
ical temperature of the TiN films can be controlled over a
wide range (0 <T.<5K) by varying the N, concentration
during the deposition."**> The superconducting transitions
remain sharp over the whole range of T, values. Recent stud-
ies of low temperature transport properties of TiN supercon-
ducting films thinner than 5nm show a disorder-driven
transition from a superconductor to an insulating phase.® It is
an interesting physics problem, which may be used for sen-
sors and detectors. The strongly disordered TiN films are also
ideal materials for the observation of quantum coherent phase
slips.” Moreover, due to the attractive superconducting prop-
erties and high resistivity enabling efficient photon absorption
the thin superconducting TiN films have been successfully
utilized in the development of ultrasensitive THz detectors,
such as hot-electron microbolometers,8 microwave Kkinetic
inductance detectors (MKIDs) with coplanar waveguide reso-
nators,” and lumped-element resonators.'® This type of detec-
tors achieve optical noise equivalent power (NEP) of
3.8 x 107" W/Hz'? allowing background limited sensitivity
for astronomical observations in the THz wavebands.''?
Nowadays, the MKID is the most promising superconducting
detector for astronomical instruments due to the scalability
and the possibility of multiplexing a large number of pixels.
TiN films are very attractive for these MKIDs.'? In all these
applications, the essential characteristics of the devices such
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as noise in detectors and decoherence time in qubits are
strongly dependent on the energy relaxation process in the
material. An accurate knowledge of the relaxation rate is
needed for the successful development of the devices.

The relaxation process in the superconducting state is
mainly governed by two aspects. First, the quasiparticles
need to emit or absorb energy in excess of the gap 2A to be
recombined or excited, involving the interaction with pho-
nons. Second, the number of quasiparticles has to be very
small well below the critical temperature. This all leads to
exponentially slow quasiparticle recombination rates at low
temperatures as described by the general expression,'?

_ _ /T
Tre},‘ x Teplh(TC) - o=/ (ksTe)) (1)

Here 1., is the recombination time, T.p, iS the
electron-phonon interaction time at Tc, kg is Boltzmann’s
constant, T is the bath temperature, A is the superconducting
gap. Indeed, the experimental dependencies of 7...(T) are
described by this expression at the temperatures down to
T/T.~0.175,"* after which some, currently not fully under-
stood, saturation sets in. In the other limit, when the tempera-
ture approaches T, for sufficiently thin films the relaxation
process is usually controlled by the material dependent
electron-phonon interaction (e-ph), which means that 7. at
T, is approximately equal to T.,,. The determination of the
e-ph time in TiN is our main focus here.

In this Letter, we report direct measurements of the e-ph
time in thin disordered TiN films in the 1.7-4.2K tempera-
ture range, which is as well a typical range for the needed
T.’s for MKIDs. Also, we estimate the electron density of
states N of the films. The results confirm that the thin super-
conducting TiN is a promising material for the different de-
tector technologies.

We study thin TiN films, which were deposited on a sap-
phire substrate, held at ambient-temperature, by dc magnetron
sputtering from a pure Ti target with a power of 900 W in an

© 2013 AIP Publishing LLC
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TABLE I. Parameters of the film samples.

Appl. Phys. Lett. 103, 252602 (2013)

Thickness (nm)  Tc (K)  ATc(K) R (@isq)  p*f (uQem)  je (T=1.7K)(A/m?)  D(cm%s) No@V 'um™?)  [(nm)
N1 80 4.6 0.1 12 2% 10° 1.10 5.92 x 10" 0.47
N2 22 3.6 0.1 48 105.6 2.8 x 10° 0.96 6.17 x 10" 0.40
N3 15 2.6 0.1 66.3 1x10° 1.04 6.05 x 10"° 0.43

Ar-N, plasma. The background pressure of the system was
2 x 10”7 mbar. The Ar flow rate and the N, flow rate were set
at 1.3 sccm and 6.5 sccm, respectively. High resolution
Auger-electron spectroscopy (the PHI 700 Scanning Auger
Nanoprobe) revealed that the films are homogeneous in thick-
ness and the atomic ratio between titanium and nitrogen is
0.43/0.57, respectively, and the concentration of oxygen is
about 10%. The films have thicknesses of 80 nm, 22 nm, and
15nm with the critical temperatures of 4.6K, 3.6K, and
2.6 K, respectively, with AT, =0.1K (we refer to them as N1,
N2, and N3). The resistivity of the films was derived from the
sheet resistance R at 300K and film thickness d, as

p = Rod. We also measured the electron diffusion constants
for these films. The value of D was experimentally determined
from the temperature dependence of the second critical mag-
netic field He, using15

= (@)

0.407 7tk (8HC2> !
e oT

T=T.

The parameters of the films are summarized in Table I.

The films were patterned into strips of 2 um wide and
14 um long with large TiN contacts, using photolithography
and chemical plasma etching with SFg. The RF power of the
etching process was 50 W with working pressure of 5 mTorr,
the Ar and the SF¢ flow rates were set to 25 sccm and 15
sccm, correspondingly.

The energy relaxation time can be directly determined
from a hot-electron measurements. The schematic block dia-
gram of the experimental setup is shown in Figure 1. In the
experiment, the sample is held at a temperature in the middle
of the superconducting transition, and biased with a small dc
current. The sample is exposed to the amplitude modulated
submillimeter electromagnetic (EM) radiation with the

®,,= 140 GHz s

m

FIG. 1. Schematic block diagram of the experimental setup. The amplitude-
modulated radiation from BWO illuminates the sample that is held at tem-
perature in the middle of superconducting transition. An increase of the elec-
tron temperature T, caused by the radiation leads to a proportional increase
of the resistance of sample that produces a voltage signal proportional to the
bias current 6V = I X JR.

modulation frequency w,,. The absorbed radiation power
causes an increase of the electron temperature T., which
leads to an increase of the resistance of the sample as well,
producing a voltage signal proportional to the bias current
0V =1 x R. We use the dependence of output voltage oV
on w,, to determine the energy relaxation time. As EM radia-
tion sources, we used two backward wave oscillators
(BWOs) with carrier frequencies fio=300 GHz and
140 GHz that satisfy, as will be shown, the condition
wro > 1/t,,. The amplitude modulation at frequencies
0.1-10 MHz was achieved by the modulation of the BWO
power with the anode voltage V, of the BWO. The value of
V. is selected to correspond to the maximum derivative of
dP/dV, of the BWO operation-characteristic. When an alter-
nating voltage with the amplitude of several volts is superim-
posed on the anode voltage, the amplitude modulation with
the frequency of the alternating voltage is obtained. The am-
plitude modulation at frequencies larger than 5 MHz was
obtained by the beats of the oscillation of two BWOs oper-
ated at nearby frequencies. The output voltage 0V (w,,) and
the frequency w,, were measured using a spectrum analyzer.
To avoid excessive heating of the samples the total incident
power from DC bias and BWOs was kept small at the level
where its change has negligible effect on output signal. To
investigate the temperature dependence of 7, we used the
magnetic field H that allows to shift the superconducting
transition to the temperatures below the Tc at H= 0. Further
details of the method are available in Refs. 16 and 17.

The typical measured dependencies oV (w,,) are pre-
sented in Figure 2. We applied a least square method fit to
the measured dependencies according to the equation,

n o

Output voltage, dB
=

1
[
N

...1.00

Frequency, MHz

FIG. 2. The frequency dependence of the sample N1 response at different
temperatures. The data for each curve was normalized to 0dB for conven-
ience. The solid lines are the least-squares fit to Eq. (3). The fit standard
error of the roll-off frequency is not exceeding 10%. The inset shows the
diagram of energy relaxation in sample.
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SV (@) = 0V(0)/1/1 + w2 /0y, (3)

where wsgg = 1/7 is the 3 dB roll-off frequency of the signal
and t the energy relaxation time which we identify as the
electron-phonon time.

The identification of the roll-off frequency and the
energy relaxation time is applicable when the electron-
electron scattering is faster than the electron-phonon interac-
tion. As illustrated in the inset of Figure 2, the electron-
subsystem can be described by the Fermi distribution func-
tion with an effective electron temperature T, exceeding the
thermostat temperature Ty,y,. Also, the phonons in the film
can be considered as a thermostat on the condition
f—)"h‘cm < Tepn, Where ¢, and ¢y, are the electron and phonon
specific heat capacities, respectively, and 7., is the time
which corresponds to the Kapitza resistance. If the excitation
power is low enough that Tp;, — Ty, K T — Tpemn < Tharn
where Ty, is the phonon temperature, the equation describing
the phonons temperature dynamics is dropped. In this case,
the energy dynamics of the electron subsystem exposed to
electromagnetic radiation is described with one linearized
heat flow balance equation,

dr, Ce
eQ_ = - Q Te - T ath
¢ dt Teph ( b ﬂ)
OR
+ P ——(Te — Tpa) + PR+ Prr. (4
oT,

The left side describes change in the electron subsystem
energy, the first term on the right side represents the heat
flow from electrons to the bath, the second term describes
the electro-thermal feedback, I?R is the Joule power, Pgp
= Py(1 4 cos wpt) is the absorbed power of radiation and Q
is volume. According to Eq. (4), the amplitude 0T, of

the electron temperature alternating at the modulation fre-
1

quency is given by 5Te:%[1—|—(rwm)2} °, where t

= re,,h(l — oc)71 when the effect of self-heating by the trans-
port current can be neglected according to the condition

2 .
o= %g—f Teph K 1. The value of a bias current was chosen to

satisfy the condition < 0.2, so that the value of the meas-
ured t did not change with a further lowering of the bias cur-
rent. It should be noted that the dependencies 6V (w,,) of the
device response are well fitted with the single roll-off Eq.
(3). Hence, it presumably indicates that the 7.4 is not appear-
ing for the reported film thicknesses and t.py, is the bottle-
neck in the energy relaxation process.

The electron energy relaxation times for samples N1,
N2, and N3 obtained at different temperatures are shown in
Figure 3. Data sets are fitted with the power law dependence
T~ T7" with n = 3.05%0.14 for N1 and n = 2.84+0.38 for
N3. The best fit for all data in Figure 3 gives the time values
as 5.5ns at T=4.2K and 88 ns at T=1.7K and corresponds
to the temperature dependence 7., = o >0+ with o
=407 ns x K? as a material parameter.

Since the time constant in all samples depends on the
temperature and is found to be independent of the film thick-
ness, it strongly suggests that the energy relaxation rate is
purely limited by the electron-phonon interaction time. The

Appl. Phys. Lett. 103, 252602 (2013)

e N1,80nm, T=4.6 K
*» N2,22n0m, T=3.6 K |
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e 3 4
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FIG. 3. The electron energy relaxation time for TiN samples with thick-
nesses 15nm (diamonds), 22 nm (stars), and 80 nm (circles). The solid line
is the least-squares fit that corresponds to 7., = oT", where n = 3.0%0.13
and o = 407 ns x K>,

diffusion of hot electrons to the large contacts is not taken
into account here, as the electron diffusion length L, = VD
is considerably smaller than the length of the samples.

The same power n=3 for TiN films has been derived
for transition-edge devices (TES) in the temperature range
0.015-0.05K.® A time constant of 5ms has also been
directly measured for TiN at 50 mK by adding a small pulse
onto the voltage bias of TES microbolometers. This agrees
with the value obtained from our experimental data by
extrapolating to 50 mK. For comparison, we list the electron-
phonon times for some other materials suitable for the super-
conducting detectors. The 7.y, ranges from Ins to 10ns at
4.2-1.7K in Nb (Ref. 16) with a temperature dependence
with the power n=2. For Ti (Ref. 18) and Hf (Ref. 18), T¢pn
is reported in the range from 1 us to 30ms at 0.5 K-0.03K
with n=4, and 7.y, is changing from 10 ps to 200 ps at
10.5-1.7K with n= 1.6 in NbN."

The power n=3 is predicted by the theory for clean
metals when reduced dimensionality effects are not
important?® but for films with strong elastic scattering, the
power is expectedzl’22 to be n=4. The power value of n=4
is also observed experimentally'®** but usually the values of
n differs from the theory, which is attributed to a not fully
achieved dirty limit. In our case, the dirty limit in the sense
of grl < 1 (where gr = kT /hu is the wave number of ther-
mal phonons, u is the sound velocity, ¢ is the electron mean
free path) is achieved already at T~4.2K with qpt¢/=0.1.
The values of the mean free path are estimated with / =
3D/vp with the Fermi velocity vy =7 X 10° m/s for TiN
films®* and are listed in Table 1. The fact that we find n=3
rather than n=4 may be due to the fact that the predicted
temperature dependence is based on the Debye phonon spec-
trum.”'?? The real phonon spectrum in our TiN films is
unknown, since it may also be modified by strong disorder as
well as due to acoustic interaction of the film with the
substrate.

In addition we also list the electron density of states at
the Fermi level, Ny. Ny is another important material param-
eter that determines the design and, consequently, the noise
performance of MKIDs and hot electron bolometers
(HEBs).>> The electron densities of states for the three
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samples are estimated from experimental values of the resis-
tivity and the electron diffusion constant using expression
No = 1/(¢*pD) and are shown in Table I. These values of
Ny are greater than the values previously estimated.'®*® The
value of Ny is a useful parameter for calculating an energy
resolution of detectors d¢ = NEP+/t. The corresponding
energy resolution of HEB and TES can be found as

oe =~ +/kpT?c,, where ¢, = yVT is the electron heat capacity
with 7 = %zklngO. For MKIDs, it can be written?’ as

0¢ ~ \/ kBAZNOV/ (0ts¢Qimax), Where V is the active volume

of the detector, oy, is the kinetic inductance fraction, and
Qimax 18 the maximum quality factor of the resonator. For
typical values of V~0.01 um’ for HEBs,” the energy reso-
lution d¢ is about of 10~ aJ at 0.3K and for MKIDs*® with
the values of V70 ,um3, Ose 1, Qimax = 10°, Tc=1K the
value of J¢ is order of 1.5 x 10> aJ at 0.1K. These esti-
mates for TiN films indicate that photon counting in the
far-infrared and THz should be feasible for detectors at low
temperatures.

In conclusion, we studied the electron-phonon interac-
tion time in sputtered thin TiN films. We find that the tem-
perature dependence of t.,, for three films with different
thicknesses corresponds to the same trend of T~>. The exper-
imentally determined parameters of the electronic subsystem
of the TiN films confirm that they are ideal for ultrasensitive
superconducting detectors.
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