
Magnetic force microscopy characterization of a first-order transition:
Magnetic-martensitic phase transformation in Gd5(SixGe1−x)4
J. Leib, J. E. Snyder, C. C. H. Lo, J. A. Paulsen, P. Xi et al. 
 
Citation: J. Appl. Phys. 91, 8852 (2002); doi: 10.1063/1.1456059 
View online: http://dx.doi.org/10.1063/1.1456059 
View Table of Contents: http://jap.aip.org/resource/1/JAPIAU/v91/i10 
Published by the American Institute of Physics. 
 
Related Articles
Thermoelectric and magnetic properties of nanocrystalline La0.7Sr0.3CoO3 
J. Appl. Phys. 111, 063722 (2012) 
Competing magnetic interactions and interfacial frozen-spins in Ni-NiO core-shell nano-rods 
J. Appl. Phys. 111, 063919 (2012) 
Ferromagnetic phase transition in zinc blende (Mn,Cr)S-layers grown by molecular beam epitaxy 
Appl. Phys. Lett. 100, 132405 (2012) 
Magnetic properties and thermal stability of (Fe,Co)-Mo-B-P-Si metallic glasses 
J. Appl. Phys. 111, 063906 (2012) 
Self-similarity in (∂M/∂T)H curves for magnetocaloric materials with ferro-to-paramagnetic phase transitions 
J. Appl. Phys. 111, 07A950 (2012) 
 
Additional information on J. Appl. Phys.
Journal Homepage: http://jap.aip.org/ 
Journal Information: http://jap.aip.org/about/about_the_journal 
Top downloads: http://jap.aip.org/features/most_downloaded 
Information for Authors: http://jap.aip.org/authors 

Downloaded 02 Apr 2012 to 131.251.133.27. Redistribution subject to AIP license or copyright; see http://jap.aip.org/about/rights_and_permissions

http://jap.aip.org/?ver=pdfcov
http://careers.physicstoday.org/post.cfm
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=J. Leib&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=J. E. Snyder&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=C. C. H. Lo&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=J. A. Paulsen&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=AIP_ALL&possible1=P. Xi&possible1zone=author&alias=&displayid=AIP&ver=pdfcov
http://jap.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.1456059?ver=pdfcov
http://jap.aip.org/resource/1/JAPIAU/v91/i10?ver=pdfcov
http://www.aip.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.3699038?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.3699039?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.3697834?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.3692389?ver=pdfcov
http://link.aip.org/link/doi/10.1063/1.3685667?ver=pdfcov
http://jap.aip.org/?ver=pdfcov
http://jap.aip.org/about/about_the_journal?ver=pdfcov
http://jap.aip.org/features/most_downloaded?ver=pdfcov
http://jap.aip.org/authors?ver=pdfcov


JOURNAL OF APPLIED PHYSICS VOLUME 91, NUMBER 10 15 MAY 2002
Magnetic force microscopy characterization of a first-order transition:
Magnetic-martensitic phase transformation in Gd 5„SixGe1Àx…4
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Engineering, Iowa State University, Ames, Iowa 50011
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P. Xi and D. C. Jiles
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The magnetic-martensitic phase transformation of Gd5(SixGe12x)4 (x'0.5), which occurs close to
room temperature, has been observed for the first time using a magnetic force microscope~MFM!
equipped with a heating–cooling stage. MFM images obtained from a polycrystalline
Gd5(Si2.09Ge1.91) sample and single crystal Gd5(Si1.95Ge2.05) and Gd5(Si2Ge2) samples showed
transition to a domain structure at low temperatures indicative of a ferromagnetic phase. Some
samples exhibited complex domain structures, suggesting that Gd5(SixGe12x)4 (x'0.5) has a
strong magnetic anisotropy. As the sample temperature increased the domain structure diminished,
reflecting the transformation from ferromagnetic to paramagnetic state. On cooling the sample the
domain structure reappeared, but at a lower transformation temperature than on heating. This
magnetic phase transformation is highly unusual because it is an ‘‘order–disorder’’ phase transition,
which is normally second order, but in this case the ‘‘order–disorder’’~ferromagnetic to
paramagnetic! transition exhibits hysteresis in temperature, indicating that it is first order. Such
thermal hysteresis in phase transformation was also observed in thermal expansion experiments. The
transformation temperatures obtained in the MFM study are in good agreement with those
determined from thermal expansion data. ©2002 American Institute of Physics.
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I. INTRODUCTION

Gd5(SixGe12x)4 has recently garnered much interest d
to its extraordinary response in several magnetic and e
tronic properties during changes in temperature and magn
field. These include colossal magnetostriction, giant mag
toresistance, and a giant magnetocaloric effe1

Gd5(SixGe12x)4 undergoes a magnetic-crystallograph
transformation whenx'0.5 at a Curie temperature~typically
below 270 K! which is dependent on the Si to Ge rati
During the transformation the compound exhibits change
strain as high as;104 parts per million, magnetoresistanc
of about 25%, and the largest magnetocaloric effect to da1

The phase transition is a magnetic-martensitic transforma
from a paramagnetic–monoclinic crystal structure at hig
temperatures to a ferromagnetic–orthorhombic crystal st
ture at lower temperatures, which involves shear of s
nanometer atomic layers in a highly complex crystal latt
through reversible breaking and reforming of covale
Si~Ge!–Si~Ge! bonds between the layers.1

In this work the phase transitions in Gd5(SixGe12x)4

(x'0.5) have been imaged for the first time using a m
netic force microscope~MFM! equipped with a sample
heating–cooling stage. The results obtained in the M
study revealed that Gd5(SixGe12x)4 (x'0.5) in the ferro-
magnetic phase has a strong magnetic anisotropy, and

a!Electronic mail: jleib@iastate.edu
8850021-8979/2002/91(10)/8852/3/$19.00
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the phase transition exhibits hysteresis in temperature w
is unusual for an order–disorder phase transition. For co
parison the thermal expansion of the samples was meas
and the results confirmed the thermal hysteresis in the ph
transition. The transition temperatures measured in the M
studies and thermal expansion experiments were found t
in good agreement.

II. EXPERIMENTAL DETAILS

One polycrystalline and two single crystal samples
Gd5(SixGe12x)4 (x'0.5) were fabricated from high purity
elements. Their compositions are shown in Table I. The po
crystalline sample was prepared by arc-melting and
single crystal samples were grown by the Bridgman meth
For the single crystal samples theb axis was in the sample
plane for the Gd5(Si1.95Ge2.05) sample but was perpendicula
to the sample plane for the Gd5(Si2Ge2) sample. In situ
MFM study of phase transformation was carried out using
atomic force microscope–magnetic force microsco
equipped with a sample heating–cooling stage. The sam
stage consists of a thermoelectric unit capable of varying
stage temperature from about 243 to 323 K. The sample
mounted on the stage using thermal tape to assure good
mal contact and the sample temperature was monitored u
a thermocouple attached to the stage. The sample cham
was under positive pressure of argon to prevent condensa
on the sample surface. During the experiments a sample
2 © 2002 American Institute of Physics
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TABLE I. Transition temperatures~Kelvin!. Transition temperatures and thermal hysteresis in phase tran
mation determined from the MFM studies and thermal expansion measurements for the polycrystalli
single crystal samples~measurement error is to 0.1 K!.

Sample

On heating On cooling

MFM

Thermal
expansion

measurements MFM

Thermal
expansion

measurements

Average
thermal

hysteresis~K!

Gd5(Si1.95Ge2.05) Single crystal 265.0 ¯ 262.9 ¯ 2.1
Gd5(Si2Ge2) Single crystal 270.1 269.1 267.4 267.5 2.2
Gd5(Si2.09Ge1.91) Polycrystalline 285 288 280 281 6
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cooled and heated through the transition temperatures. M
images were taken at various temperatures which were
constant when taking the images. Phase transition temp
tures were measured by scanning the sample surface con
ously while slowly heating or cooling the sample and reco
ing the sample temperature at which the magnetic im
switched from a high to a low contrast or vice versa. T
allowed the transition temperatures to be measured wi
precision down to the accuracy of the thermocouple~0.1 K!.

Thermal expansion measurements were made to s
the phase transformations and to determine the transfo
tion temperatures for comparison with the MFM results. T
strains of the samples were measured using strain g
when the samples were cooled down and then heated
through a thermal cycle~between 200 to 300 K! in a closed-
cycle helium refrigeration system.

III. EXPERIMENTAL RESULTS

The MFM images obtained from the polycrystallin
Gd5(Si2.09Ge1.91) sample provide conclusive evidence
thermal hysteresis in the phase transition. As shown in Fi
a heavily branched domain structure was observed at
temperatures at which the sample was ferromagnetic. As
temperature increased the domains diminished and eve
ally the domain structure vanished at 285 K, indicating
transformation of the sample into a paramagnetic phase.

FIG. 1. MFM images showing the phase transition of polycrystall
Gd5(Si2.09Ge1.91) sample~3° phase contrast, 20mm scans!. The straight line
highlighted correspond to the crystal boundary.
nloaded 02 Apr 2012 to 131.251.133.27. Redistribution subject to AIP l
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domain structure re-appeared on cooling but at a lower tra
formation temperature of 280 K. Consistent transformat
temperatures were measured from the thermal expan
data~Fig. 2! which also indicate thermal hysteresis occurri
during the phase transformation.

MFM images of the Gd5(Si1.95Ge2.05) and Gd5(Si2Ge2)
single crystal samples in the paramagnetic and ferromagn
states are shown in Figs. 3 and 4, respectively. The for
shows a stripe domain structure while the latter has an
regular domain structure with a higher contrast. The sin
crystal samples exhibited much sharper transitions~transi-
tions completed within 0.1 K around the transformation te
peratures! than the polycrystalline sample. The single crys
samples also exhibited hysteresis in phase transforma
over a temperature range of about 2 K asshown in Table I.

IV. DISCUSSION

As shown in Fig. 4, the domain pattern observed in
Gd5(Si2Ge2) single crystal sample is similar to those o
served in highly anisotropic magnetic materials such
NdFeB and cobalt when the easy axis is nearly normal to
surface. In such cases the surface domain structure us
consists of elliptical, closed domains with a certain level
branching depending on the sample thickness.2 The present
MFM result seems to suggest that the Gd5(Si2Ge2) crystal
has a strong anisotropy and the easy axis is oriented clos

FIG. 2. Plot of the thermal expansion of the polycrystallin
Gd5(Si2.09Ge1.91) sample as a function of temperature over a thermal cy
icense or copyright; see http://jap.aip.org/about/rights_and_permissions
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8854 J. Appl. Phys., Vol. 91, No. 10, 15 May 2002 Leib et al.
the b axis. No other direct measurement of the magne
anisotropy of Gd5(SixGe12x)4 has been reported in the lit
erature yet.

One interpretation of the stripe domain structure o
served in the Gd5(Si1.95Ge2.05) single crystal sample~Fig. 3!
is that the adjacent stripes have an aligned in-plane ma
tization component and out-of-plane magnetization com
nents that alternate in sign. The latter could be lying alo
either thea or c axis. Thea axis, along which the strain
shows the largest change during the phase transition, is
clined at an angle to the surface normal. This is confirmed
;30 mm amplitude modulations of the sample surface wh
were measured by monitoring thez position of the MFM
probe when the sample was undergoing phase transfo
tions. It can be deduced from the domain patterns obse
in the single crystal samples that the easy axis of magne
tion appears to be aligned close to theb axis and is inclined
to thea andc axes. The domains in the bulk therefore ha
a strong magnetization component along theb axis and a
component in thea–c plane. Such domain structure is co
sistent with the highly branched domain pattern in t
Gd5(Si2Ge2) single crystal sample which form to minimiz
magnetostatic energy of the stray field emanating from
sample surface, and the stripe domains observed in
Gd5(Si1.95Ge2.05) sample.

The peculiar patterns observed in the high purity po
crystalline samples could also be interpreted in terms of
presence of a strong magnetic anisotropy. When the e
direction is inclined at an acute angle to surface normal
domains in the bulk have a magnetization component nor
to the surface. Branched domains therefore form in the n
surface layer to minimize the stray field energy. As the te
perature was lowered the branched domain pattern co
ened. This is in contrast to the domain patterns observe
the single crystal samples which remained unchanged.
could be related to the results obtained in the MFM a
thermal expansion studies on transition width in temperat
which indicate sharper order–disorder transitions in
single crystal samples than in the polycrystalline sample.
growth of the domain pattern in the polycrystalline sam
could be caused by an increase in magnetic ordering as
temperature is lowered.

The observations made in the present MFM studies h
confirmed that the phase transition in Gd5(SixGe12x)4 where

FIG. 3. MFM phase images of the Gd5(Si1.95Ge2.05) single crystal sample
with theb axis in plane in the~a! paramagnetic and~b! ferromagnetic phase
~4° contrast, 20mm scans!.
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x'0.5 shows a thermal hysteresis, which is expected of
first-order phase transitions. The thermal expansion meas
ments also show this thermal hysteresis in close agreem
with the MFM results. Ordinarily a magnetic order–disord
phase transition would be expected to be second order,
this is no ordinary transition. The transition is a first ord
magnetic-martensitic phase transition which is orde
disorder~ferromagnetic to paramagnetic! in magnetism, and
at the same time order–order in crystal structu
~orthorhombic–monoclinic!, involving a larger shear in thea
axis direction.

V. CONCLUSIONS

The magnetic-martensitic phase transition of the extra
dinarily responsive Gd5(SixGe12x)4 (x'0.5) has been char
acterized through magnetic imaging using a magnetic fo
microscope. The results indicate that the samples hav
strong magnetic anisotropy in the ferromagnetic phase,
that the order–disorder transition exhibits hysteresis in te
perature, a hallmark of such a first-order transition. The tr
sition temperatures and the extent of the hysteresis were
firmed with thermal expansion data within 1 K.
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FIG. 4. MFM phase images of the Gd5(Si2Ge2) single crystal sample with
b axis perpendicular to plane in the~a! paramagnetic and~b! ferromagnetic
phase~5° contrast, 20mm scans!.
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